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ABSTRACT: The accurate representation of fatigue crack threshold, the region defining crack
growth as either very slow or nonexistent, is extremely important. If the experimentaly
measured threshold is unconservatively high, a structural component designed with this data
may fail long before the fatigue analysis predicts. The fatigue crack growth threshold is
experimentally defined using ASTM standard E647, which has been shown to exhibit anomalies.
Alternate test methods have been proposed, such as the constant K, test procedure, to define
the threshold regime without ambiguity. However, only the current test method defined by
ASTM is designed to produce the range of fatigue crack thresholds (e.g. low and high R) needed
to characterize an aerospace loading environment. It is the scope of this paper to determine the
fatigue crack growth threshold of a well characterized aerospace alloy, 7075-T7351 aluminum,
using different methods, compare the results, and draw conclusions.
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Introduction

Fatigue crack growth in amateria istypically quantified by the size of the crack, a,
and the rate at which it propagates, da/dN. The crack growth rate through a given
materia is expressed as afunction of the linear-elastic fracture mechanics term, AK, the
stress intensity factor range. This relationship was originally shown to be linear over a
large range of fatigue crack growth rates on alog-log scale [[1. However, the relation
between crack growth rate and stress intensity is nonlinear when the cracked body is
approaching fracture [ﬂ, and when the crack growth rateisvery slow [. Therefore, the
three idealized regions of crack growth are defined as the threshold region (slow growth),

tlhe linear region (stable growth) and the fracture region (rapid growth) illustrated in
.
Ideally, the fatigue crack growth threshold is the asymptotic value of AK at which
da/dN approaches zero @]. Currently, the threshold is used as a limit for damage tolerant
design E] , €.g. if the stress intensity factor far a given crack is below the threshold value,
the crack is assumed to be nonpropagating [I6]. However, it has been shown that small

cracks propagate at AK below the threshold value [[f] defined using the ASTM standard
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test procedure. This small crack work studied the growth of microstructural defects
inherent to the material [ that propagate to failure before the design lifeis reached.

Therefore, if the fatigue crack growth threshold is to be established as alifing criterion,
then the most accurate representation of the fatigue characteristics of amaterial need to

be defined.
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FIG 1— Definition of crack growth regionsfor T-L and L-T dataat R= 0.1.

The ASTM standard E647 defines an experimental procedure to operationally
determine fatigue crack growth threshold. This standard recommends that the threshold
stress intensity factor range correspond to a crack growth rate of 10° m/cycle, which is
also used for this study. The specifications for achieving this rate are outlined in the
standard using either constant R or constant Kmax 10ad reduction methods, graphically
depicted in Iy The constant R load reduction method reduces the maximum and
minimum load applied to a cracked specimen such that the load ratio, R (R = Kpin/Kpex =
Prin/Pmax) remains constant. The constant K sy test procedure imposes a constant K yax
[E’] while increasing Kmin [|E|E] However, for tensile loading, the constant K max
test procedure is constrained to producing high R data at threshold. This has been an
artifact of the specimen configuration; pin loaded C(T) specimens (similar to the GC(T)
specimen in ALG. 3)|cannot be subjected to high compressive stresses due to the
geometric instability of pin loaded specimens. Hence, to achieve a constant K yax
threshold for low and negative R values, the middle-crack tension, M(T), specimen (FIG. ]
E) was employed, which can be tested at high compressive loads [[L4].
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FIG. 3— Schematic of side-grooved compact‘tévnsi on specimen, GC(T) (W= 76.2 mm, B
= 12.7 mm, By = 9.53 mm, initial notch length (a) of 19.1 mm).
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FIG. 4— Schematic of middle through crack specimen, M(T). (W= 76.2 mm, B= 12.7
mm, initial notch width (2a) of 12.7 mm).

Experimental results suggest that the constant R load reduction test procedure

devel ops remote plasticity-induced crack closure , @]

that can lead to elevated

threshold data. The amount of crack-wake plastic deformation produced during atest is
directly related to the magnitude of previously applied crack tip loads, i.e. higher K, more
plasticity [17]. The constant R load reduction test starts at a high load, and sheds load



until threshold is reached. Therefore, theinitial K will produce larger plastic
deformations than subsequent conditions. This plastic wake, or history, can affect the
crack driving mechanisms, i.e. during the unloading process the crack will closefirst at
some point along the wake, reducing the effective load at the crack tip [18,[19]. This
remote closure concept is graphically depicted in F[G. 5] Additionally, the compact
tension specimen traditionally used to generate fatigue crack growth data, utilizes a notch
to initiate crack growth. A crack emanating from a notch often exhibits plane stress
behavior near the notch root [P0] (FIG. 6), and transitions to a combination of plane
strain/stress as the notch effect diminishes. Plane strain plasticity is approximately one-
third the size of plane stress [2]] further enhancing any platicity effects at the notch root.
Cracks propagating in a material exhibit plane strain behavior in the interior and plane
stress behavior at the surface @] , as depicted in leading to a higher probability
of the surface closing prior to theinterior. Therefore, if fatigue crack growth dataisto be
generated with minimal plasticity history effects, so as not to affect test data, then a
modification of the specimen geometry and/or test procedure should be made.
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FIG. 5— Graphical depiction of remote closure.
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FIG. 6— Plane stress plastic zone at the notch root.
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FIG. 7— Plastic zone in front of the crack.

Modification of the C(T) specimen geometry to include side-grooves, GC(T), was
implemented to force the crack to maintain plane strain behavior by achieving anearly
constant tri-axial stress state along the crack front [@ . The plane strain conditions are
realized by removing the material exhibiting plane-stress behavior at the surface,
approximately 25% of the specimen thickness, by introducing 45° grooves along the
edges (F As aresult, the plastic strains generated along the specimen surface will
be as low as one third that of afull thickness specimen [P4].

One way to reduce the effect of remote crack closureisto produce a crack with a
larger plastic zone size at the crack tip than along any point in the wake. This can be
accomplished by plastically compressing the crack wake [23]. Hence, if compressive
loads are used for precracking, the plane stress plastic wake at the notch will be minimal,
and not influence the subsequent test results Iﬁ Another solution to remote closure is
to produce fatigue crack growth data by constantly increasing the K under constant
amplitude loading conditions @@] The test will impart a constantly increasing plastic
zone such that the plastic wake will never close prior to the crack tip closing. Ideally, an
increasing K methodology will produce results with little plastic history as steady-state is
achieved; there are few plastic wake effects to instigate remote closure; and a* history-
free” crack growth curve can be generated using one specimen. In this paper, the authors
present fatigue crack growth threshold test data using constant R and constant K . [0ad
reduction and K increasing test procedures, employing both standard and side-grooved
compact tension specimens, and constant K max tests with compression-compression
precracking.

Experimental Methods

The constant R load reduction method, prescribed by ASTM E647, generates quasi-
steady-state fatigue crack growth rates into the threshold region. The generation of near-
threshold data is accomplished by reducing the applied load on the specimenin a
controlled manner such that the load ratio, R, is kept constant, e.g. the maximum and
minimum load are continuously reduced throughout the test. The constant K. 0ad
reduction method al so reduces both the maximum and minimum load to generate
threshold data, however the value of K IS constant, i.e. Risvarying. Controlling the
test via stress intensity factors is achieved through monitoring of the crack length during



testing and adjusting loads. For the constant K yax l0ad reduction test procedure, the

applied loads are varied to maintain a constant K max value while increasing (the absolute
value of) Kmin until the rate of crack growth reaches a predefined amount, in this case the
ASTM specified 10 m/cycle. The rate of load shedding for both procedures is defined

by the equation
(1) AK
o2l %) ®

where C is the normalized K gradient and for the case of a compact tension, C(T),
specimen, the stress intensity factors are defined as

AP (2+a) 2 3 4
AK = 0.886 +4.64a —13.32a° +14.72a” - 5.6a 2
AW (1—0)3’2( ) 2
where
| B C(T) specimens L]
p= JBBy GC(T) specimens [29]:

o =a/Wfor a/W =>0.2

AP isthe applied load range, W is the width of the specimen, B is the thickness of the
specimen, By, isthe thickness of the specimen between the side-grooves, and a isthe
crack length. For this study, the dimensions of the C(T) and GC(T) specimens are
defined in F[G. 3] where W = 76.2 mm, B = 12.7 mm, By = 9.53 mm (GC(T) only) and
an initial notch length of 19.1 mm. The stress intensity solution for an M(T) specimenis
given as

nk =P |79 o 10 3
B V2w 2
where
o =2a/Wfor 2a/W <0.95 ,

B is the specimen thickness and Wis the width. For this study, M(T) dimensions are
defined in F[G. 4] where W = 76.2 mm, B = 12.7 mm and the initial notch is 12.7 mm.

The normalized K gradient, C, isalgebraically limited to avaue greater than —80
meter™ [é % which ensures the rate of 1oad shedding to be gradual enough to *1)
preclude anomal ous data resulting from reductions in the stress-intensity factor and
concomitant transient growth rates, and 2) allow the establishment of about five da/dN,
AK data points of approximately equal spacing per decade of crack growth rate”, as per
section 8.6.2 of the ASTM standard E647. FJG. 2|graphically depicts the constant R and
constant K max |0ad reduction methods.

The compact tension, C(T), and grooved compact tension specimens, GC(T), were
precracked with a constant AK that is equivalent to the first data point in the load
reduction test, unless otherwise noted. These loads were applied until the crack length
was an a/W of 0.3, as per the ASTM standard. The M(T) tests were precracked using a
high compression scheme based on the closure-free test procedures proposed by Au, et
al., [B4]. The precracking loads, both maximum and minimum loads in compression,
were applied until the crack growth rate, da/dN, was less than 10%° m/cycle. This
compressive scheme was used to produce an initial flaw that had little plastic history
[85], so as not to affect the subsequent test [36).



The K increasing test procedure was developed to produce fatigue crack growth data
with minimal plastic history effects [. Thiswas accomplished by first producing a
crack from a notch using compressive precracking loads. Then the crack was propagated
using asmall tensile load, such that the stress intensity factor range was approximately
0.5 MPam®?, to grow out of the residual tensile stress field developed by the
compressive loading [3&]l. Then, constant amplitude loading was applied at a specific R
value to generate a fatigue crack growth rate curve, i.e. asthe crack propagates, K
increases as does da/dN. The applied load was computed based on prior knowledge of
the threshold stress intensity factor and the measured crack length. If the crack growth
rate was less than 10° m/cycle, the applied load was increased by 10%, and this was
continued until the measured crack growth rate exceeded 10™'° m/cycle. The remaining
data would then be generated at thisload level.

Fatigue Crack Growth Rate Data

The constant R and constant K s 10ad reduction tests were conducted using a
software-control system on an servo-hydraulic machine with aclip gage to measure
compliance and determine crack length, in lab air at a mean temperature of 21° C. The
compliance crack length measurements were calibrated visually with afloating
microscope. The Kmax tests conducted using the M(T) specimens were produced under
constant load amplitude conditions and the crack lengths were measured visually on both
front and back surfaces using floating microscopes. These tests were also conducted in
lab air at a mean temperature of 21° C.

The magjority of the constant R load reduction tests were performed in the T-L grain
orientation as the primary loading direction. Whereas, the M(T) and GC(T) specimens
were orientated such that the L-T grain direction was the primary loading direction.
Thereis evidence in the literature that the grain orientation can have an effect on the
fatigue crack growth properties of thisaluminum alloy [BZ]. Therefore, a series of
constant R load reduction tests were performed in the L-T direction to compare the effect
of grain orientation on the fatigue crack growth rate. Asshown in the difference
between the two orientations is most pronounced at threshold. Therefore, al plots that
contain L-T and T-L datawill be marked accordingly. The constant R load reduction
tests were precracked at a constant AK that is equivalent to the first data point in the load
reduction test, unless otherwise noted.

The M(T) Kmax tests were conducted using a high compression scheme for
precracking, such that the maximum applied load was —6.79 MPa and the minimum was
—207 MPa at a notch width of 12.7 mm. Thefirst test was run at a constant Kmay of 1.65
MPam™ to achieve a threshold of 1.86 MPam? at R=-0.13. The second test was run
at a constant K max of 2.20 MPam®? to produce a threshold of 0.95 MPam™? at an R of
0.57. Thethird K ma test was run at a Kmax value of 1.65 MPam¥? producing a threshold
of 1.65 MPam"? at an R of 0.00. Note that the first and third tests were conducted at the
same Knax level and load reduction rate yet produced different threshold values at
different R. The data produced from the constant Ky« l0ad reduction testsis shown in

|G. 8 10nce the threshold rate was achieved (10*° m/cycle), aK increasing test was run
corresponding to the R value at threshold. These results are plotted in f1G. 9]
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FIG. 9— K increasing data.

Data was generated for the R = 0.1 condition because closure was expected at this
stressratio. The datashown in FIG. T0{vas generated using constant R load reduction,
with standard tensile precracking loads on both standard C(T) and GC(T). The constant
R load reduction tests using standard precracking methods on a C(T) yielded a threshold
of 2.30 MPam*2. Using the same load reduction technique on a GC(T) specimen vielded
athreshold of 1.37 MPamY2. The crack growth curves generated using the GC(T)
specimens experience a“bounce” at AK ~ 1.9 MPam™ (i.e. the crack growth rate
decreased with decreasing AK, then increased with decreasing AK, then decreased with
decreasing AK). This phenomenon is discussed in further detail in the following section.
The compression-compression precracking, K increasing scheme used with a GC(T)
produced a threshold of 1.46 MPamY? without exhibiting this bounce effect. M(T) and
C(T) specimens were also run with compression-compression precracking and aK
increasing scheme at constant R, and exhibited a threshold value of 1.45 MPam*?
(M(T)) and 1.49 MPamY? (C(T)) respectively. Thisdataisshownin HIG. Iqfor the L-T
grain orientation, omitting the GC(T) tensile precracking data. A comparison of the K
increasing and K decreasing datafor the C(T) specimenisshownin FLG. 12| The
threshold values are summarized in Table 1.
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Data was a so generated for the R = 0.7 condition to examine a stress level where
closure was not expected. The data shown in FJG. I3]was generated using constant R
load reduction, with tensile precracking loads on both C(T)s and GC(T)s. M(T)
specimens were run with compression-compression precracking and aK increasing
scheme at constant amplitude. The constant R = 0.7 load reduction tests using standard
precracking methods on a C(T) yielded athreshold of 1.23 MPam®2 Using the same
load reduction technique on a GC(T) specimen yielded athreshold of 1.12 MPam®2.
The M(T) test, an increasing K test under constant amplitude loading, exhibited a
threshold value of 1.05 MPamY2. The threshold values are summarized in Table 1.
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100

Fatigue crack growth threshold data generated in the T-L grain orientation is plotted
in All of the tests were conducted using the constant R load reduction procedure
on specimens, with a precracking load equal to the initial data point. Threshold data
was generated for Rof 0.1, 0.4, 0.7, 0.8 and 0.9 with values of 3.34, 2.09, 1.27, 1.27 and
1.05 MPam™?, respectively. These curves are plotted separately due to the lack of



comparative data (i.e. same T-L orientation) using other test procedures. However, this
datais valuable baseline data for comparison of future testing.
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TABLE 1— Threshold values using different precracking levels and test methods.

R=10.1
Specimen Tension — Compression— | Compression —
K decreasing K decreasing K increasing
C(T) 2.30 N/A 1.49
GC(T) 1.37 1.46 N/A
M(T) N/A N/A 1.45
R=0.7
Specimen Tension — Compression— | Compression —
K decreasing K decreasing K increasing
C(T) 1.23 N/A N/A
GC(T) 1.12 N/A N/A
M(T) N/A N/A 1.05
Observations

It is apparent that the constant R load reduction procedure is producing ambiguous
resultsin 7075-T7351 aluminum alloy for 12.7 mm thick specimens. First, the
precracking level of the GC(T) datais studied to identify any effects of remote plasticity-
induced crack closure. An odd “bounce” seen in the dataat a AK of approximately 1.9
M Pam"? (i.e. the crack growth rate decreased with decreasing AK, then increased with
decreasing AK, then decreased with decreasing AK) could be alikely indicator of remote

closure. Theinitial decreasein the crack growth rate (F1G. 10] may be attributable to
remote plasticity-induced crack closure, which would cause crack retardation. Asthe
specimen is continued to be cycled, the smashing of the crack faces at the point of remote



closure will eventually reduce the influence of the remote closure on the crack tip. Asthe
influence of remote closure diminishes, the crack will accelerate, shown as therisein the
data presented in HG. 10 Finally, the crack growth rate once again decreases with
decreasing AK to athreshold value. Examining the data presented in the
specimen with the higher precracking load exhibited a greater shift in crack growth rate,
i.e. abigger bounce. This data supports the hypothesis that remote plasticity-induced
closure is causing the bounce in the data because the greater the precracking level, the
more likely remote plasticity-induced closure exists [19]l. Finally, the compression
precrack GC(T) data does not exhibit a“bounce” becauseit isaK increasing test.
Remote plasticity-induced closure is not feasible in a compression precrack, K increasing
test. Therefore, the constant R load reduction tests must be experiencing remote
plasticity-induced crack closure.

Comparison of the C(T) to the GC(T) specimen data (FIG 10 and 11) illustrates the
crack closure effect due to plane-stress zone at the specimen surface. The oxide buildup
typically found in a C(T) specimen along the crack front (F@ was not evident in the
GC(T) configuration (F|_'CF_E_6I| It appears that since the plane-stress plastic zones along
the crack surface close prior to the interior plane-strain zone, due to larger plastic
deformation at the same K level (F that oxide is being trapped in the crack wakein
the full thickness specimen causing closure. The GC(T) specimen has a nearly constant
tri-axial stress state along the crack front [2@|, unlike a C(T) specimen, and therefore has
less chance of trapping oxide debris in the specimen. Furthermore, thereislittle evidence
of oxide-buildup along the crack face of the M(T) specimen (FIG. 17)] which is also
nearly plane-strain. These observations suggest that the plane stress zones along the
specimen surface do not directly effect the test results, but are the enabling mechanism
for the oxide to buildup at the crack front, enabling oxide-induced crack closure.

The GC(T) specimen is nearly plane-strain along the entire crack front, unlike the
C(T) which isamixture of plane stress/strain. Therefore, the GC(T) has adlightly higher
crack growth rate along the entire range of AK compared to the C(T), as shown in
10. M(T) specimens are also nearly plane-strain, and the crack growth rate data
presented in FIG. 11 $hows good agreement between the GC(T) and M(T) data.
However, near threshold, the compression precrack, constant AK data appearsto be
independent of specimen configuration. Thiswould imply that as the plastic zone gets
smaller, and there are no remote closure issues, there is no specimen configuration effect.
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FIG. 15— C(T) specimen fracture surface.
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FIG. 17— M(T) specimen fracture surface.

Concluding remarks

The ASTM standard method E647, for producing fatigue crack growth thresholds
produces artificially high values due to crack closure induced by the test procedure in
7075-T7351 duminum aloy. The foundation for this argument is based upon plasticity
theory and mechanics. It isimportant to note that these findings are based solely on
testing in this material (7075 Al) and that continued research into the test methodol ogies
and other materials will be required to make general conclusions. Constantly decreasing
AK throughout atest will produce remote crack closure if the minimum loads are below
the opening load. By implementing a compressive precracking scheme the effect of the
residual plasticity at the notch is virtually eliminated. However, the constant R |oad
reduction method still induces remote closure ssimply by initiating the test at a higher load
than at the test conclusion. Conversely, the constant K max |0ad reduction method
minimizes this effect by maintaining ahigh R load levels that keep the entire crack open.
Utilizing middle through crack, M(T), and compact tension, C(T), specimens to produce
K increasing data has illustrated that the fatigue crack growth threshold generated using
the constant R load reduction method can be nonconservative by more than afactor of
two (FIG. 11)]

The constant R load reduction method al so enables oxide-induced crack closurein
7075-T7351 auminum aloy, due to plane stress plasticity at the specimen surface
trapping oxide debrisin the crack. Oxide-induced closureis not evident in K increasing
tests because the crack-tip displacements are increasing throughout the test, precluding
the development of oxide-induced closure.



The generation of fatigue crack growth thresholds for 7075-T7351 aluminum alloy
has provided the foundation for further research. These new threshold test methods
should be further developed and applied to other materials to generate new data sets with
accurate threshold values. Future results may indicate that some materials exhibit little
plastic deformation and therefore the current data set remains valid. However, it could be
unconservative to assume that any data set is valid without a modicum of tests utilizing
the new methods for verification.

It isthe authors’ goal to develop afatigue crack growth threshold test method without
load history effects due to remote plasticity-induced closure that can be conducted at a
specified R. At thistime, no current ASTM specified method can accomplish this.
However, using compression-compression precracking and a K increasing test procedure
will generate afatigue crack growth curve from threshold to fracture at a specific R value
without load history effects.
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